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Optical Sapphire
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Preformed and prepolished substrates of the optical sapphire are available in sizes up to ca. 500mm in dependence on the 
orientation.

density: 3.98 g/cm3

CTE@0-200°C: 6.7x10 /K parallel to optical axis
-6

                           5.0x10
-6
/K normal to optical axis

orientation z surface to x- and y-axes:
                          zx +/- 15 arcmin
                          zy +/- 15 arcmin
dimensions: y up to 350mm
                    x up to 500mm
                    z up to 300mm (along optical axis)

recommended polishing slurries
- OXAPA D
- OXAPA AL
- OXAPA SOL for finishing

recommended polishing pads
- OXAPA polishing pad hard 03, 1
- OXAPA polishing pad intermediate 11, 12
- OXAPA polishing pad soft 4, 19 for finishing

recommended polishing pitches
- OXAPA PP 25-45
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